Expanded Metal®

Reference Length (mm) Width “W'" (mm) Gap “G" (mm) Thickness “T" (mm)
Met 4 2440 19 4 1.2
Met 6 2440 25 6 1.6
Met 8 2440 25 8 1.6
Met 10 2440 25 10 1.6

Edge Trim Selection Guide

Met 4 Met 6 Met 8 Met 10
0708 0916 1930 3830CY
0710 1212 3830 5020
0910 1216 1225 5030
0916L 1220 LV10 HVO30
1209 1520 LV16 HVO040
1510 1916 L7609 HDMS30
1516 1920 L7616 3430

2516 DMS30 1930SP

2520 JE6

3820

403

JEN12

» Standard Edge Trims are manufactured from Galvabond material
» Other materials and sizes are available - conditions apply
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